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Shift Dynamics of Capillary Self-Alignment 

Abstract. This paper describes the dynamics of capillary self-alignment of 

components with initial shift offsets from matching receptor sites. The analysis 

of the full uniaxial self-alignment dynamics of foil-based mesoscopic dies from 

pre-alignment to final settling evidenced three distinct, sequential regimes im-

pacting the process performance. The dependence of accuracy, alignment time 

and repeatability of capillary self-alignment on control parameters such as size, 

weight, surface energy and initial offset of assembling dies was investigated. 

Finally, we studied the influence of the dynamic coupling between the degener-

ate oscillation modes of the system on the alignment performance by means of 

pre-defined biaxial offsets. 

Keywords: capillarity, self-alignment, dynamics, fluidics, packaging. 

Surface tension-driven self-alignment (SA) is a simple, accurate and cost-effective 

technique for heterogeneous integration and stacking of dies onto pre-patterned sub-

strates. A vast class of fluidic self-assembly processes was thoroughly investigated 

and developed since the early 90’s, and many applications were successfully demon-

strated [1-2]. Capillary SA rapidly emerged as a remarkable way to overcome the 

accuracy/throughput trade-off limiting established techniques of pick-and-place mi-

croassembly [3]. It indeed combines the manipulative dexterity of robotic handling for 

fast and rough component pre-alignment with the highly-accurate and passive final 

alignment yielded by the relaxation of a liquid droplet over a shape-matching pat-

terned confinement site [4]. Die fetching and registration can thus be partly parallel-

ized, leading to increased efficiency in the integration of innovative microsystems [5]. 

A more comprehensive knowledge of capillary SA needs further modeling and exper-

imental testing. Within the past two decades researchers made significant progress in 

the former direction [6-10]. However, most of modeling works are based on quasi-

static simulations, whereas the dynamics of the process has been rarely tackled so far.  

In this paper we present an experimental study of the in-plane dynamics of capil-

lary SA. We used transparent mesoscopic dies as components to be assembled onto 

shape-matching receptor sites patterned onto the substrates. Using water droplets in 

air and following the experimental procedure described in Fig. 1, mm- to cm-sized 

square foil dies could be aligned onto the patterned carriers with accuracy better than 

30 µm, i.e. with high accuracy relatively to their lateral dimensions, and comparable 

to dicing tolerances. We analyzed the full uniaxial dynamics of capillary SA from die 

pre-alignment to final settling, evidencing the presence of three distinct, sequential 

regimes and highlighting their impact on the process performance. The dependence of 

accuracy, alignment time and repeatability of capillary SA on control parameters such 

as size, weight and surface energy of assembling dies, and their initial misalignment 

was additionally investigated. Finally, we studied the influence of the coupling be-

tween the degenerate in-plane oscillation modes of the dynamic system on the align-

ment performance by means of pre-defined biaxial offsets. 



 

Fig. 1. Sketch of the process steps for capillary self-alignment of a foil die: (a) patterning of the 

carrier substrate, (b) deposition of a droplet of assembly liquid, (c) coarse alignment of a func-

tional die, (d) the liquid wets foil die forming a meniscus, (e) self-alignment of a foil die on the 

corresponding binding site. 

 

Fig. 2. (a) Optical image of a Si wafer with top patterned Au layer functionalized with perfluo-

ro-decanethiol SAM. Dark square areas are hydrophilic SiO2 binding sites. Marker structures 

consisting of 50 µm-wide Au lines are patterned at the center of each site. (b) Optical image of 

a transparent, 125-µm-thick PEN die cut by a frequency-tripled Nd:YAG (355 nm, 25 ns) laser. 

The laser was also used to engrave marker structures at the center of the foil die. The combined 

markers allow registering the position of the foils with accuracies down to 20 µm.  

Foil dies were fabricated from transparent 125-µm-thick Polyethylene Naphthalate 

(PEN) sheets (Teonex® Q65FA, DuPont®). Using a frequency-tripled Nd:YAG la-

ser, a PEN sheet was diced into a set of square-shaped foil dies ranging in dimensions 

from 2 to 20 mm with dicing accuracies down to 30 μm. To quantify alignment dy-

namics and placement accuracy, marker structures were engraved in the center of 

each foil die (Fig. 2b). The laser-ablated PEN foils were aligned onto Au-patterned Si 

monitor wafers (Fig. 2a), allowing for reproducible and stable surface conditions in 



the experiments (Fig. 3). The dies were handled through a homebuilt microposition-

ing stage equipped with integrated vacuum tweezers (SMD-VAC-HP, Vacuum Indus-

tries Inc.). A positioning base stage (XYZ 500 TIS, Quater Research and Develop-

ment) providing 10 µm-resolved displacements along three axes was used to pre-align 

the dies. High-speed camera stage and image recognition software were used to track 

and analyze the process dynamics.  

 

 

Fig. 3. Schematics of the patterning process for the Si substrate. (a) Ti (5 nm) and Au (100 nm) 

layers are sequentially sputtered over a 1 µm-thick layer of SiO2 thermally-grown on the Si 

wafer. (b) Positive photoresist is spin-coated, patterned and developed to define the binding 

sites. (c) Au and Ti are removed from the binding sites by wet etching. (d) The remaining pho-

toresist is striped. (e) The substrate is cleaned by O2 plasma. (f) Selective deposition of a fluor-

inated alkanethiol self-assembled monolayer on the Au surface. Relative dimensions out of 

scale for illustration purposes. 

Analysis of recorded SA trajectories (Fig. 4(a)) revealed that, upon release of the 

foil die from a relatively-large uniaxial offset from the target position, the ensuing 

dynamics of capillary SA can be divided into three separate regimes [11]. Transient 

wetting comes first, whereby the foil stays initially at rest after landing on the droplet 

(Fig. 4(a)). After contact with the bottom surface of the foil die, the liquid forms a 

bridge and spreads across the slit geometry. The relaxation of the liquid meniscus 

continues till it reaches and pins over at least one of the boundaries of the foil die. 

This event marks the beginning of the uniaxial translational motion of the foil die. In 

this second regime the foil die moves with a constant acceleration (see inset in Fig 

4(a)) and hence describes a parabolic trajectory. It is therefore subjected to a constant 

lateral force, which arises from the deformation of the meniscus and the gain in sur-

face energy as surface wetting progresses. This constant acceleration regime fades as 

the die reaches the vicinity of the target position and dissipative viscous forces be-

come comparable with the driving capillary forces. The final dynamic regime can be 



described by a damped harmonic oscillation (DHO, Fig 4(a)) observed in flip-chip 

assembly, as well [6-7]. By tailoring surface wettability, we contextually showed that 

transient wetting and constant acceleration regimes are strongly dependent on and can 

be tuned by the surface energy of the bottom surface of the assembling foil dies (Fig. 

4b). Particularly, increased surface energy—i.e., higher hydrophilicity and lower con-

tact angle—decreases the total time-to-alignment.  

 

 
 

Fig. 4. (a) Self-alignment trajectory of 18 × 18 mm2 foil die (0.80 mg/mm2) extracted from 

self-alignment process recorded by high-speed camera. (inset) Numerical derivative of the 

parabolic regime depicted in (a), evidencing linear progression of velocity in time. (b) Self-

alignment trajectories of 18 × 18 mm2 PEN foil die (0.80 mg/mm2) with no coating and hydro-

philic and hydrophobic coating. 

In contrast to the sub-millimetric case, the dies used hereby had a Bond number 

Bo = gL
2
/ Hence the inertia of the considered mesoscopic foil dies was ex-

pected to significantly affect their self-alignment dynamics. Sizes and weights of foil 

dies were thus investigated to find a reliable process window. Foil dies were coarsely 

aligned manually with an initial offset of 20% of their lateral size, preventing offset-

dependent alignment failure [12]. The water layer thickness (125 μm) was the same 

for all binding sites. As seen in Fig. 5, the assembly yield was substantially lower for 

the smallest and the largest foils. Moreover, for the smallest foils the accuracy of the 

initial offset was hardly reproducible (standard deviation of about 30 μm). Conse-

quently, the SA process was considered unreliable.  

To investigate the influence of inertia on the DHO regime, equal-sized PEN dies 

with mass densities varying from 0.18 to 0.98 mg/mm
2
 were pre-aligned over corre-

sponding binding sites with prefixed initial offset of 950 ± 50 µm. Their SA trajecto-

ries evidenced a net impact of inertial effects on the oscillation period (Fig. 6). 

We additionally investigated the SA dynamics for quasi-1D cases. A foil die was 

repeatedly released at different, pre-fixed small offsets along the secondary axis while 



the initial offset along the principal axis was kept constant within loading precision. 

The corresponding SA data revealed no divergence of the trajectories along the prin-

cipal axis during the constant acceleration regime (Fig. 7(a)) in spite of significant 

differences in the dynamics along the secondary axis (Fig. 7(b)). Hence we derive that 

non-negligible yet relatively-small positioning errors along the secondary axis barely 

affect the lateral alignment dynamics of square foil dies along the principal axis. 

 

 

Fig. 5. Average registration accuracy for self-aligned foil dies of varying sizes and weights. 

Foil dies of each size and weight were self-aligned at least ten times from an initial offset of 

about 20% of foil die lateral size. A 125μm-thick layer of water was used in all cases. 

As a generalization of the previous case involving weak coupling between the de-

generate in-plane oscillation modes, we analyzed the SA dynamics for the case of 

initial die offset along the main diagonal direction (i.e. 45 deg)—i.e. for equal, rela-

tively-large initial die offsets along both axes, and consequent strong coupling be-

tween the modes. Recorded SA trajectories evidence an initially linear translation of 

the die along the diagonal direction, followed by an inward spiraling trajectory as the 

die ultimately approaches the center of the target site (Fig. 8(a)). A DHO equation 

provided also in this case a very good fitting for the projection of the oscillatory SA 

trajectory along the main axes (Fig. 8(b)). Final accuracy for diagonal self-alignment 

matched the best uniaxial case. Notably, for a given, small radial offset from the cen-

ter of the binding site, the capillary restoring force ensuing from a diagonal displace-

ment is larger than for a uniaxial displacement. This may make diagonal alignment 

preferable to the uniaxial, as it may avoid issues of the latter for small offsets [12]. 



 

 

Fig. 6. Self-alignment trajectories of foil dies with different mass densities (see inset), and 

corresponding oscillation periods as extracted from experimental trajectories (shown in inset). 

 

Fig. 7. Self-alignment trajectory of a foil (0.80 mg/mm2) die as recorded by high-speed camera 

along (a) principal and (b) secondary axis. The die was repeatedly released at various initial 

offsets along the secondary axis, while initial offsets along main axis was kept the same within 

loading precision of the micropositioner. 



 

Fig. 8. (a) The phase plane of self-alignment trajectory of a foil (0.80 mg/mm2) die as recorded 

by high-speed camera along diagonal axis, and (b) self-alignment trajectory fitted with damped 

harmonic oscillation (DHO) approximation and corresponding oscillation period and damped 

coefficient as extracted from trajectories (shown in inset). The die was released along the diag-

onal axis, where initial offsets along secondary and principle axes were in principle equal.  

In conclusion, our investigation of the dynamics of capillary SA significantly ex-

tends the understanding of the process available in literature, and suggests additional 

parameters to control its performance, such as the optimal uniaxial offset window and 

the surface energy of the die. Though our analysis focused on millimetric dies, most 

of the results can directly be applied to the case of much smaller dies—in fact, the use 

of larger beside transparent vehicles just makes the phenomena more apparent with 

respect to the microscopic scale, thus easier to detect and study. Finally, this new 

body of knowledge can further ease or extend the compliant adoption of the technique 

for industrial microsystem manufacturing. 
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